
Without treatment, this fabric passes directly : / 
Sans traitement, ce tissu passe :

Standard used / Test standard Ref 3669 ...

France • NF P92 507 (2004) M1

UK

• BS 5867 PART 2 (2008)  
(Type B) (Curtain)
• BS 5852 PART 1 (1979)  
(Upholstery)
• BS 5852 Crib 5 (2006)  
(Upholstery)

Pass

Pass

Pass

Italy • UNI 9177 (Curtain)
• UNI 9175 (Upholstery)

C1

C1

Germany • DIN 4102-1 (1998) B1

Europe
• EN13773 (2003) (Curtain) 
• EN1021 PART 1 (2006) (Upholstery)
• EN1021 PART 2 (2006) (Upholstery)

Class 1
Pass
Pass

IMO • IMO (2010)FTPC PART 7 (Curtain)
• IMO (2010)FTPC PART 8 (Upholstery)

Pass
Pass

US
• NFPA 701 (2010) (Curtain)
• NFPA 260 (2010) (Upholstery)
• CAL 117 (2013)

Pass
Class 1

Pass

Sans traitement, ce tissu passe : /
Without treatment, this fabric passes directly :

Test standard / Standard used Ref 3778 ...

UK • BS 5852 PART 1 (1979) (Upholstery) Pass

Europe

• EN1021 PART 1 (2006) (Upholstery)
• EN1021 PART 2 (2006) (Upholstery)
• NF EN ISO 12952-1 (Bed Cover)
• NF EN ISO 12952-2 (Bed Cover)

Pass
Pass
Pass
Pass

IMO • IMO FTPC PART 8 (2010) (Upholstery) Pass

US • CAL 117 (2013)
• NFPA 260 (2013) (Upholstery)

Pass
Class 1
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